COTTON

www.textilroig.com

NATUR

Uphaolstery fabrics manufactured entirely In Textll Rolg . Tejidos de tapiceria fabricados Integramente en Textll Rolg
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9940 twit 9060 N, 9932 bleached 0062 toastad 9942 dakar
Article 9910 -11 - 12 9920 - 22 9240 - 42 9952 9250 - 62
P96 viscose f1:3% recycled cotton
o pO%recycled cotton  BO% recycled cotton PO recycled cotton ::: mcycle;:cuttanﬂx recycled cotton 6% viscose
Composition 20%polyester 20%polyester 20%polyester pohpaiter h1% lrvum 1% polyester
5% viscose B polyester Tirvuam
Weight (+- 53%) 440 Gr lm 450 Gr lm SO0 GR Im S05GR1Im SE5GR Im 535 GR Im
Width (+- 2CM) 140 Cm 140 Cm 140 Cm 140 Crm. 140 Cmy 140 Cm
Roll length +/- 35 meters +/- 35 meters +/- 35 meters #/- 35 meters +/- 35 meters +/- 35 meters
EM IS0 12945
Filling resistanc 5 5 3 5 a4 a5
SO0DOCYCLES
EM IS0 12947
Abrasion 50,000 eycles S0.000 cycles 30,000 cycles 50,000 cycles 30.000 eyeles 40,000 eycles
resistance
Wash shrinkage
(407 C) {+- 395} 2.5%-3% 2.5%-3% 0.5%-3% 3%-3% 0.5%-4% 1%-56%
Warp - Weft
WASHING INSTRUCTIONS / Wazh in delicate program, tumble once and at low speed.
INSTRUCCIONES DELAVADO "E_E:" K a ® H Lavar en programa delicado, centrifugar una vez v a velocidad baja

DRY WASHING IS RECOMMENDED / SE RECOMIENDA EL LAVADO EN 5ECO
APLICATIONS: UPHOLSTERY / CONTRACT
WARRANTY 5 YEARS

La garantia no cubre un resultado de un uso inapropiado, como limpieza con productos quimicos o impregnaciones adicionales. Las pruebas fueron reali-
zadas con diferentes muestras, por lo tanto los resultados se entiendan como una media de los valores tomados. La decoloracidn de materiales ajenos,
como por ejemplo los Jeans pueden afectar al color del material. Pequerias desviaciones de color son normales en el contexto de los estidndaras de colores
¥ no son motives de queja.

Wea do nottake over awarranty on damage, which result from inappropriate use, chemical cleaning or additional impregnation. The tests whera accompli-
shed with different samples, therefore the results understand themselves as middle indicative values, Foreign colouring by clothing materials like ?'aq.
Jeans, is not lack of the furniture material. Easy color desviations are just as naturally as a small discolouring in the context of the permissible standards
and thus no complaint reason.

TEXTIL ROIG S.A. Ctra de Rubi, 288, Pol. Can Guitard 08228 Terrassa - Barcelona - SPAIN
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